Peptide Amphiphiles (PA) nanofibers are
formed from acidic PAs and basic PAs

at neutral pH. F.J. Solis, S. I. Stupp and M. Olvera
de la Cruz, “Charge Induced Pattern Formation on
Surfaces: Segregation in Cylindrical Micelles of
Cationic-Anionic Peptide-Amphiphiles,” J. Chem. Phys.

122 (5), 054905 (2005).

Phase boundaries in the presence of
electrostatic screening

Full segregation

2t Hexagonal

Lamellar




